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REFERENCE DATA:
Client Sample Nos.:
P.O. Number:
Sample Location:
Sample Type:
Method Reference:

Date Received:
DCL Sample Set ID No.
DCL Sample Nos.:

J I 1 DFO through J 11 DF2
Not Available
300 Area 333 Bldg.
MICE Air Filters
Airborne Fibers by Phase Contrast Microscopy (PCM)
NIOSH Method 7400, Fourth Edition, (dated 8/ 15/94)
3/22/2006

06-A-1208

06-07294 through 06-07300

The samples indicated on the following data sheet (s) were analyzed in accordance with the NIOSH Method 7400
outlined in the NIOSH Manual of Analytical Methods (NMAM), Fourth Edition, dated 8 /15/94. This method requires
that samples have a minimum volume of 400 Liters on a single sample or on consecutive samples and that 2 field
blanks (or 10% of the total samples, whichever is greater) be submi tted with each set. The results reported are not field
blank corrected. Blanks receive a 100-field count, and data are repo rted as Fibers/Field for use in background
correction.

Results are tabulated on the following page (s). Results are repo rted in Fibers/mm 2, Fibers per Filter and
Fibers/mL (Fibers/cc). Concentrations in Fibers /mL are based on sample volumes or flow rates and times provided by
the client. Results for all samples are based on the use of a 0 . 8-µm pore size, 25-millimeter diameter filter having an
effective collection area of 385 mm'. Report applies only to po rt ion(s) of sample(s) analyzed. Samples will be
disposed of after 60 days unless otherwise instructed.

The limit of detection (LOD) for this method has been determined to be 7 Fibers/mm' for a sample volume of
approximately 1200 Liters.

DataChem Laboratories adheres to the QA /QC guidelines set fo rth in this method that calls for 10% blind
replicate analysis. The QA /QC officer maintains all QA/QC data at our laborato ry .

DataChem Laboratories is American Industrial Hygiene Association (AIHA) accredited.	 Laboratory
accreditation does not in any way constitute approval or endorsement by AIHA.

1 Qrgtx
	 i

Sarah Scotland	 ,Ann< arie Ristich
Analyst
	

Section Manager

This repo rt shall not be reproduced except in full, without wri tten approval by DataChem Laboratories.

CINCINNATI OFFICE	 WEST COAST OFFICE
4388 GLENDALE-MILFORD ROAD 	 11 SANTA VORMA COURT
CINCINNATI, OHIO 457424708	 NOVATO, CALIFORNIA 94945
513 733-5338, FAX 513 733-5347 	 800 280-0071, FAX 415 893-9189
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DataChem Laboratories Phase Contrast Microscopy Test Report
Client: Washington Closure Hanford

Sample Location: 300 Area 333 Bldg. 	 P.O. No.: Not Available
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Graticule Area (mm2): '	 0.00817

$gMPLElNFQkjN4TION^1fPL RE. SIII TS <. >rOU

Client Sample Nos.	 DCL Nos.	 Vol. (L) Fib/Field Fib/mm' Fib/Filter Fib/mL (Fib/mm 1) (Fib/ML)
111DFO	 06.07294 73.00 1.530 187 72,099 0.988 7 0.037

J I I DDO	 06-07295 223.00 0.780 95 36,756 _ 0.165 7 0.012

* OJI IDJO	 06-07296 174.00 6.850 838 322,797 1.855 7 0.015

•$111 DC8	 06-07297 314.00 6.100 747 287,454 0.915 '_	 7
4-

0.009

J I 1 DC9	 06.07298 76.00 2.940 360 138,543 1.813
I
f	 7 _ _ 0.035

JIIDFI	 06-07299 NA 0.005 <LOD NA	 ^ 7 NA

JIIDF2	 06-07300 NA 0.000 <LOD

<LOD	 '_

<LOD	 j NA 7 NA

• 'Comments: Sample No. 's J11 DJO and J11DC8 may have negative bias due to excessive fibrous material on filters.

"NOTES: "NA" indicates no volume was given or the sample is a blank.
All samples counted using the "A" rules.

Sarah Scotland 1—
	

'Anna Marie Ristich
Analyst
	 Section Manager

This report shall not be reproduced except in full, without wri tten approval by DataChem Laboratories.
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